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GRAIN SIZE- mm. 

% +3" 
%Gravel %Sand %Fines 

Coarse Fine Coarse Medium Fine Silt Clay 

5 25 36 14 12 4 4 

TEST RESULTS Material Descri~tion 
Opening Percent Spec. . Pass? Embankment from Temporary Retention Ponds 

Size Finer (Percent) (X=Fail) 

4" 100 
3" 95 Atterberg Limits {ASTM D 4318) 

2.5" 95 PL= 24 LL- NoLL PI- Non-Plastic 
2" 94 

1.5'' 89 Classification 
1" 79 uses (D 2487)= GW AASHTO (M 145)= 

3/4" 70 Coefficients 
1/2" 57 o90= 40.0293 o85- 31.4516 Dso= 14.0525 
3/8" 50 o50= 9.5545 o30= 3.9241 D1s= 1.2491 
#4 34 o10= 0.6149 Cu= 22.85 Cc= 1.78 
#8 22 

#10 20 Remarks 

#16 15 Embankment contained some intermittent large cobbles to boulders tha 

#30 10 are not represented in this sample. 

#40 8 
#50 7 Date Received: 9/9/2015 Date Tested: 9/9/2015 

#100 5 
#200 4.0 Tested By: G.Jadrych 

Checked By: J.Townsend 

Title: EIT 

w (no specification provided) 

Source of Sample: Temporary Retention Pond 
Samole Number: 3541A 

Date Sampled: 9/9/2015 

Client: Elliot C'. 
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